
 

 

Översättningstabell/Materialöversikt på Ws-nummer 

1.4003 X2CrNi12 

1.4005 X12CrS13 

1.4006 X12Cr13 

1.4016 X6Cr17 

1.4021 X20Cr13 

1.4034 X46Cr13 

1.4057 X17CrNi16-2 

1.4104 X14CrMoS17 

1.4105 X6CrMoS17 

1.4112 X90CrMoV18 

1.4120 X20CrMo13 

1.4122 X39CrMo17-1 

1.4301 X5CrNi18-10 

1.4305 X8CrNiS18-9 

1.4306 X2CrNi19-11 

1.4307 X2CrNi18-9 

1.4310 X10CrNi18-8 

1.4311 X2CrNiN18-10 

1.4313 X3CrNiMo13-4 

1.4318 X2CrNiN18-7 

1.4361 X1CrNiSi18-15-4 

1.4371 X2CrMnNiN17-7-5 

1.4401 X5CrBiMo17-12-2 

1.4404 X2CrNiMo17-12-2 

1.4406 X2CrNiMoN17-11-2 

1.4418 X4CrNiMo16-5-1 

1.4429 X2CrNiMoN17-13-3 

1.4435 X2CrNiMo18-14-3 

1.4436 X3CrNiMo17-13-3 

1.4438 X2CrNiMo18-15-4 

1.4439 X2CrNiMoN1-13-5 

1.4441 X2CrNiMo18-15-3 

1.4449 X5CrNiMo17-13 

1.4460 X3CrNiMoN-27-5-2 

1.4462 X2CrNiMoN22-5-3 

1.4505 X4NiCrMoCuNb20-18-2 

1.4506 X5NiCrMoCuTi20-18 

1.4529 X1NiCrMoCuN25-20-7 

1.4534 X3CrNiMoAl13-8-2 

1.4539 X1NiCrMoCuN25-20-5 

1.4541 X6CrNiTi18-1 

1.4542 X5CrNiCuNb16-4 



 

 

1.4546 X5CrNiNb18-10 

1.4548 X5CrNiCuNb17-4-4 

1.4509 X2CrTiNb 18 

1.4550 X6CrNiNb18-10 

1.4571 X6CrNiMoTi17-12-2 

1.4580 X6CrNiMoNB17-12-2 

1.4712 X10CrSi6 

1.4713 X10CrAl7 

1.4724 X10CrAl13 

1.4742 X10CrAl18 

1.4762 X10CrAl24 

1.4821 X20CrNiSi25-4 

1.4828 X15CrNiSi20-12 

1.4841 X15CrNiSi25-20 

1.4845 X12CrNi25-21 

1.4864 X12NiCrSi36-16 

1.4876 X10NiCrAlTi32-20 

1.4878 X12CrNiTi18-9 

1.4910 X3CrNiMoN17-13 

1.4913 X19CrMoVNbn11-1 

1.4922 X20CrMoV12-1 

1.4923 X22CrMoV12-1 

1.4961 X6CrNiNb16-13 

1.4980 X5NiCrTi26-15 

1.4986 X8CrNiMoBNb16-16 

    

    

1.1545 C105W1 

1.1730 C45W 

1.1740 C60W 

1.2063 145Cr6 

1.2067 102Cr6/100Cr6 

1.2080 X210Cr12 

1.2083 S42Cr13 

1.2085 X33CrS16 

1.2162 21MnCr5 

1.2210 115CrV3 

1.2311 40CrMnMo7 

1.2312 40CrMnMoS8-6 

1.2316 X36CrMo17 

1.2340 X35CrMoV5-1 E38K 

1.2343 X38CrMoV5-1 

1.2344 X40CrMoV5-1 

1.2363 X100CrMoV5-1 



 

 

1.2365 X32CrMoV3-3 

1.2367 X38CrMoV5-3 

1.2379 X155CrVMo12-1 

1.2390 X110CrMoNbV8-2 

1.2436 X210CrW12 

1.2510 100MnCrW4 

1.2542 45WCrV7 

1.2550 60WCrV7 

1.2581 X30WCrV9-3 

1.2601 X165CrMoV12 

1.2709 X3NiCoMoTi18-9-5 

1.2711 54NiCrMoV6 

1.2714 56NiCrMoV7 

1.2721 50NiCr13 

1.2738 40CrMnNiMo8-6-4 

1.2744 57NiCrMoV7-7 

1.2764 X19NiCrMo4 

1.2767 X45NiCrMo4 

1.2782 X16CrNiSi25-20 

1.2786 X13NiCrSi36-16 

1.2787 X23CrNi17 

1.2799 X2NiCoMoTi12-8-8 

1.2826 60MnSiCr4 

1.2842 90MnCrV8 

1.2885 X32CrMoCoV3-3-3 

1.2999 X45MoCrV5-3-1 

1.3202 S12-1-4-5 

1.3207 S10-4-3-10 

1.3243 S6-5-2-5 

1.3245 S6-5-2-5S 

1.3247 S2-10-1-8 

1.3249 S2-9-2-8 

1.3265 S18-1-2-10 

1.3318 S12-2 

1.3333 S3-3-2 

1.3341 S6-5-2S 

1.3343 S6-5-2 

1.3344 S6-5-3 

1.3355 S18-0-1 

    

    

1.0050 St50-2 

1.0401 C15 

1.0402 C22 



 

 

1.0460 C22.8 

1.0501 C35 

1.0503 C45 

1.0570 St52-3 

1.0601 C60 

1.1191 Ck45 

1.3401 X120Mn12 

1.3505 100Cr6 

1.5415 15Mo3 

1.5919 15CrNi6 

1.5920 18CrNi8 

1.6580 30CrNiMo8 

1.6582 34CrNiMo6 

1.6587 17CrNiMo6/ZF1A 

1.7131 16MnCr5 

1.7139 16MnCrS5 

1.7147 20MnCr5 

1.7149 20MnCrS5 

1.7218 25CrMo4 

1.7225 42CrMo4 

1.7227 42CrMoS4 

1.7258 24CrMo5 

1.7335 13CrMo4-4 

1.7380 10CrMo9-10 

1.7709 21CrMoV5-7 

1.8159 51CrV4 

1.8507 34CrAlMo5 

1.8519 31CrMoV9 

1.8550 34CrAlNi7 

    

    

1.0037 S355JRC (St37.2) 

1.0401 C15 

1.1141 C15E (C15-CK15) 

1.0403 C15Pb 

1.0501 C35 

1.1181 C35E (C35-CK35) 

1.0502 C35Pb 

1.0503 C45 

1.1191 C45E (C45-CK45) 

1.0504 C45Pb 

1.0553 S355JO (St52.3) 

1.1191 C45E (CK45) 

1.5217 20MnV6 



 

 

1.0715 11SMn30 (9SMn28) 

1.0718 11SMnPb30 (9SMnPb28) 

1.0726 35S20 

1.0727 45S20 

1.7139 16MnCrS5 BG 

1.7142 16MNCrPb5 BG 

1.7227 42CrMoS4+QT(V) 

1.3505 100Cr6 
 


